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B EN 490:2011 Concrete roofing tiles and fittings for roof covering and 
wall cladding - Product specifications 

EN 490:2004 01.08.2012 01.08.2012 

B EN 15435:2008 Precast concrete Products – Normal and lightweight 
concrete shuttering blocks 

 01.02.2009 01.02.2010 

D EN 1168:2005+A3:2011 Precast concrete products - Hollow core slabs EN 1168:2005+A2:2009 01.07.2012 01.07.2013 

D EN 1317-5:2007+A2:2012 Road restraint systems - Part 5: Product requirements 
and evaluation of conformity for vehicle restraint 
systems 

EN 1317- 
5:2007+A1:2008 

01.01.2013 01.01.2013 

D EN 1317- 5:2007+A2:2012/AC:2012 Road restraint systems - Part 5: Product requirements 
and evaluation of conformity for vehicle restraint 
systems 

  01.03.2013 01.03.2013 

D EN 12737:2004+A1:2007 Precast concrete products - Floor slats for livestock   01.01.2009 01.01.2010 

D EN 12794:2005+A1:2007 Precast concrete products - Foundation piles EN 12794:2005 01.02.2008 01.02.2009 

D EN 12794:2005+A1:2007/AC:2008 Precast concrete products - Foundation piles   01.08.2009 01.08.2009 

D EN 12839:2012 Precast concrete products - Elements for fences EN 12839:2001 01.10.2012 01.10.2013 

D EN 12843:2004 Precast concrete products - Masts and poles   01.09.2005 01.09.2007 

D EN 13224:2011 Precast concrete products - Ribbed floor elements EN 13224:2004+A1:2007 01.08.2012 01.08.2013 

D EN 13225:2013 Precast concrete products - Linear structural elements EN 13225:2004 08.08.2014 08.08.2015 
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D EN 13693:2004+A1:2009 Precast concrete products – Special roof elements  EN 13693:2004 01.05.2010 01.05.2011 

D EN 13747:2005+A2:2010 Precast concrete products - Floor plates for floor 
systems 

EN 13747:2005+A1:2008 01.01.2011 01.01.2011 

D EN 13978-1:2005 Precast concrete products - Precast concrete garages 
- Part 1: Requirements for reinforced garages 
monolithic or consisting of single sections with room 
dimensions 

  01.03.2006 01.03.2008 

D EN 14843:2007 Precast concrete products - Stairs   01.01.2008 01.01.2009 

D EN 14844:2006+A2:2011 Precast concrete products - Box culverts EN 14844:2006+A1:2008 01.09.2012 01.09.2013 

D EN 14991:2007 Precast concrete products - Foundation elements   01.01.2008 01.01.2009 

D EN 14992:2007+A1:2012 Precast concrete products - Wall elements EN 14992:2007 01.04.2013 01.07.2013 

D EN 15037-1:2008 Precast concrete products - Beam-and-block floor 
systems - Part 1: Beams 

  01.01.2010 01.01.2011 

D EN 15050:2007+A1:2012 Precast concrete products - Bridge elements EN 15050:2007 01.12.2012 01.12.2012 

D EN 15258:2008 Precast concrete products - Retaining wall elements   01.01.2010 01.01.2011 

E EN 1090-1:2009+A1:2011 Execution of steel structures and aluminium structures 
- Part 1: Requirements for conformity assessment of 
structural components 

EN 1090-1:2009 01.09.2012 01.07.2014 
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F EN 771-3:2011+A1:2015 Specification for masonry units 
- Part 3: Aggregate concrete masonry units (Dense 
and lightweight aggregates) 

EN 771-3:2011 10.06.2016 10.06.2017 

F EN 1520:2011 Prefabricated reinforced components of lightweight 
aggregate concrete with open structure with structural 
or non-structural  reinforcement 

EN 1520:2002 01.01.2012 01.01.2013 

F EN 12446:2011 Chimneys - Components - Concrete outer wall 
elements 

EN 12446:2003 01.04.2012 01.04.2013 

G EN 934-2:2009+A1:2012 Admixtures for concrete, mortar and grout - Part 2: 
Concrete admixtures - Definitions, requirements, 
conformity, marking and labelling 

EN 934-2:2009 01.03.2013 01.09.2013 

G EN 934-3:2009+A1:2012 Admixtures for concrete, mortar and grout - Part 3: 
Admixtures for masonry mortar 
- Definitions, requirements, conformity and marking 
and labelling 

EN 934-3:2009 01.03.2013 01.09.2013 

G EN 934-4:2009 Admixtures for concrete, mortar and grout - Part 4: 
Admixtures for grout for prestressing tendons - 
Definitions, requirements, conformity, marking and 
labelling 

EN 934-4:2001 01.03.2010 01.03.2011 

G EN 934-5:2007 Admixtures for concrete, mortar and grout - Part 5: 
Admixtures for sprayed concrete - Definitions, 
requirements, conformity, marking and labelling 

  01.01.2009 01.01.2010 

G EN 12878:2005 Pigments for the colouring of building materials based 
on cement and/or lime - Specifications and methods of 
test 

  01.03.2006 01.03.2007 
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G EN 12878:2005/AC:2006 Pigments for the colouring of building materials based 
on cement and/or lime - Specifications and methods of 
test 

  01.01.2007 01.01.2007 

G EN  13263-1:2005+A1:2009 Silica fume for concrete - Part 1: Definitions, 
requirements and conformity criteria 

EN 13263-1:2005 01.01.2010 01.01.2011 

G EN 14889-1:2006 Fibres for concrete - Part 1: Steel fibres - Definitions, 
specifications and conformity 

  01.06.2007 01.06.2008 

G EN 14889-2:2006 Fibres for concrete - Part 2: Polymer fibres - 
Definitions, specifications and conformity 

  01.06.2007 01.06.2008 

M EN 197-1:2011 Cement - Part 1: Composition, specifications and 
conformity criteria for common cements 

EN 197-1:2000 
EN 197-4:2004 

01.07.2012 01.07.2013 

M EN 413-1:2011 Masonry cement - Part 1: Composition, specifications 
and conformity criteria 

EN 413-1:2004 01.02.2012 01.02.2013 

M EN 459-1:2010 Building lime - Part 1: Definitions, specifications and 
conformity criteria 

EN 459-1:2001 01.06.2011 01.06.2012 

N EN 1338:2003 Concrete paving blocks - Requirements and test 
methods 

  01.03.2004 01.03.2005 

N EN 1338:2003/AC:2006 Concrete paving blocks - Requirements and test 
methods 

  01.01.2007 23.01.2970 

N EN 1339:2003 Concrete paving flags - Requirements and test 
methods 

  01.03.2004 01.03.2005 
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N EN 1339:2003/AC:2006 Concrete paving flags - Requirements and test 
methods 

  01.01.2007 01.01.2007 

N EN 1340:2003 Concrete kerb units - Requirements and test methods   01.02.2004 01.02.2005 

N EN 1340:2003/AC:2006 Concrete kerb units - Requirements and test methods   01.01.2007 01.01.2007 

O EN 1504-2:2004 Products and systems for the protection and repair of 
concrete structures - Definitions, requirements, quality 
control and evaluation of conformity - Part 2: Surface 
protection systems for concrete 

  01.09.2005 01.01.2009 

O EN 1504-3:2005 Products and systems for the protection and repair of 
concrete structures - Definitions, requirements, quality 
control and evaluation of conformity - Part 3: Structural 
and non-structural repair 

  01.10.2006 01.01.2009 

O EN 1504-4:2004 Products and systems for the protection and repair of 
concrete structures - Definitions, requirements, quality 
control and evaluation of conformity - Part 4: Structural 
bonding 

  01.09.2005 01.01.2009 

O EN 1504-5:2004 Products and systems for the protection and repair of 
concrete structures - Definitions, requirements, quality 
control and evaluation of conformity - Part 5: Concrete 

  01.10.2005 01.01.2009 

O EN 1504-6:2006 Products and systems for the protection and repair of 
concrete structures - Definitions, requirements, quality 
control and evaluation of conformity - Part 6: Anchoring 
of reinforcing steel bar 

  01.06.2007 01.01.2009 
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O EN 1504-7:2006 Products and systems for the protection and repair of 
concrete structures - Definitions, requirements, quality 
control and evaluation of conformity - Part 7: 
Reinforcement corrosion protection 

  01.06.2007 01.01.2009 

P EN 12620:2002+A1:2008 Aggregates for concrete EN 12620:2002 01.01.2009 01.01.2010 

P EN 13043:2002 Aggregates for bituminous mixtures and surface 
treatments for roads, airfields and other trafficked 
areas 

  01.07.2003 01.06.2004 

P EN 13043:2002/AC:2004 Aggregates for bituminous mixtures and surface 
treatments for roads, airfields and other trafficked 
areas 

  01.06.2006 01.06.2006 

P EN 13055-1:2002 Lightweight aggregates - Part 1: Lightweight 
aggregates for concrete, mortar and grout 

  01.03.2003 01.06.2004 

P EN  13055-1:2002/AC:2004 Lightweight aggregates - Part 1: Lightweight 
aggregates for concrete, mortar and grout 

  01.01.2010 01.01.2010 

P EN 13055-2:2004 Lightweight aggregates - Part 2: Lightweight 
aggregates for bituminous mixtures and surface 
treatments and for unbound and bound applications 

  01.05.2005 01.05.2006 

P EN 13139:2002 Aggregates for mortar   01.03.2003 01.06.2004 

P EN 13139:2002/AC:2004 Aggregates for mortar   01.01.2010 01.01.2010 
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P EN 13242:2002+A1:2007 Aggregates for unbound and hydraulically bound 
materials for use in civil engineering work and road 
construction 

EN 13242:2002 01.01.2009 01.01.2010 

P EN 13383-1:2002 Armourstone - Part 1: Specification   01.03.2003 01.06.2004 

P EN  13383-1:2002/AC:2004 Armourstone - Part 1: Specification   01.01.2010 01.01.2010 

P EN 13450:2002 Aggregates for railway ballast   01.10.2003 01.06.2004 

P EN 13450:2002/AC:2004 Aggregates for railway ballast   01.01.2007 01.01.2007 

R EN 998-1:2016  Specification for mortar for masonry - Part 1: 
Rendering and plastering mortar 

EN 998-1:2010 31.08.2018   

R EN 998-2:2016  Specification for mortar for masonry - Part 2: Masonry 
mortar 

EN 998-2:2010 31.08.2018   

S EN 12271:2006 Surface dressing - Requirements   01.01.2008 01.01.2011 

S EN 12273:2008 Slurry surfacing - Requirements   01.01.2009 01.01.2011 

S EN 12591:2009 Bitumen and bituminous binders - Specifications for 
paving grade bitumens 

  01.01.2010 01.01.2011 

S EN 13108-1:2006 Bituminous mixtures - Material specifications - Part 1: 
Asphalt Concrete 

  01.03.2007 01.03.2008 

S EN  13108-1:2006/AC:2008 Bituminous mixtures - Material specifications - Part 1: 
Asphalt Concrete 

  01.01.2009 01.01.2009 
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S EN 13108-2:2006 Bituminous mixtures - Material specifications - Part 2: 
Asphalt Concrete for very thin layers 

  01.03.2007 01.03.2008 

S EN  13108-2:2006/AC:2008 Bituminous mixtures - Material specifications - Part 2: 
Asphalt Concrete for very thin layers 

  01.01.2009 01.01.2009 

S EN 13108-3:2006 Bituminous mixtures - Material specifications - Part 3: 
Soft Asphalt 

  01.03.2007 01.03.2008 

S EN  13108-3:2006/AC:2008 Bituminous mixtures - Material specifications - Part 3: 
Soft Asphalt 

  01.01.2009 01.01.2009 

S EN 13108-4:2006 Bituminous mixtures - Material specifications - Part 4: 
Hot Rolled Asphalt 

  01.03.2007 01.03.2008 

S EN  13108-4:2006/AC:2008 Bituminous mixtures - Material specifications - Part 4: 
Hot Rolled Asphalt 

  01.01.2009 01.01.2009 

S EN 13108-5:2006 Bituminous mixtures - Material specifications - Part 5: 
Stone Mastic Asphalt 

  01.03.2007 01.03.2008 

S EN  13108-5:2006/AC:2008 Bituminous mixtures - Material specifications - Part 5: 
Stone Mastic Asphalt 

  01.01.2009 01.01.2009 

S EN 13108-6:2006 Bituminous mixtures - Material specifications - Part 6: 
Mastic Asphalt 

  01.03.2007 01.03.2008 

S EN  13108-6:2006/AC:2008 Bituminous mixtures - Material specifications - Part 6: 
Mastic Asphalt 

  01.01.2009 01.01.2009 
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S EN 13108-7:2006 Bituminous mixtures - Material specifications - Part 7: 
Porous Asphalt 

  01.03.2007 01.03.2008 

S EN  13108-7:2006/AC:2008 Bituminous mixtures - Material specifications - Part 7: 
Porous Asphalt 

  01.01.2009 01.01.2009 

S EN 13808:2013 Bitumen and bituminous binders - Framework for 
specifying cationic bituminous emulsions 

EN 13808:2005 08.08.2014 08.08.2015 

S EN 14023:2010 Bitumen and bituminous binders - Specification 
framework for polymer modified bitumens 

  01.01.2011 01.01.2012 

 


